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Atomic Structure and Dynamics of Unusual and Wide-Gap
Phase-Change Chalcogenides: A GeTe2 Case

Takeshi Usuki, Chris J. Benmore, Andrey Tverjanovich, Sergei Bereznev,
Maxim Khomenko, Anton Sokolov, Daniele Fontanari, Koji Ohara, Maria Bokova,
Mohammad Kassem, and Eugene Bychkov*

1. Introduction

Phase-change materials (PCMs) based on tellurides are
well-established functional systems for optical nonvolatile
memories, neuromorphic computing, light or electrically con-
trolled reconfigurable optical metamaterials, integrated photonic

circuits, and many other advanced
applications.[1–6] Further progress requires
next-generation PCMs with improved
energy efficiency and a wider temperature
and spectral range compared to classical
benchmark systems such as GeTe–Sb2Te2
and doped Sb2Te. Germaniummonotellur-
ide GeTe has been extensively studied for
PCM applications; however, its ditelluride
counterpart GeTe2 is relatively unknown.
Recently, we succeeded in obtaining bulk
glassy GeTe2 and investigated its thermal,
electrical, and structural properties using
diffraction techniques and first-principles
simulations.[7] Additionally, pulsed laser
deposition (PLD) films were prepared
and appear to be promising candidates
for reconfigurable THz metasurfaces.[8]

The SET and RESET logic states of
GeTe2 PLD films demonstrated high elec-

trical and optical contrast, a wider optical bandgap, and thermal
stability compared to GeTe. Simultaneously, sputter-deposited
amorphous GeTe2 thin films were found to be effective precur-
sors of metastable van der Waals 2D compounds with great poten-
tial for future electronics.[9] Nevertheless, the structural features of
glassy or amorphous thin films have not been studied, and neither
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Brain-inspired computing, reconfigurable optical metamaterials, photonic tensor
cores, and many other advanced applications require next-generation phase-
change materials (PCMs) with better energy efficiency and a wider thermal and
spectral range for reliable operations. Germanium ditelluride (GeTe2), with higher
thermal stability and a larger bandgap compared to current benchmark PCMs,
appears promising for THz metasurfaces and the controlled crystallization of
atomically thin 2D materials. Using high-energy X-Ray diffraction supported by
first-principles simulation, the atomic structure in semiconducting pulsed laser
deposition films and metallic high-temperature liquids is investigated. The results
suggest that the structural and chemical metastability of GeTe2, leading to
disproportionation into GeTe and Te, is related to high internal pressure during a
semiconductor–metal transition, presumably occurring in the supercooled melt.
Similar phenomena are expected for canonical GeS2 and GeSe2 under high
temperatures and pressures.
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has the structural evolution of molten GeTe2, presumably exhibit-
ing a semiconductor–metal transition above the melting point.

The primary objective of the present report consists of high-
energy X-ray diffraction (HE-XRD) studies of glassy GeTe2 PLD thin
films and bulk high-temperature liquids over a wide temperature
range to elucidate the atomic structure of both semiconducting
and metallic germanium ditelluride. The diffraction studies will
be completed by first-principles molecular dynamics (FPMD) to
gain a deep insight into the nature of the semiconductor–metal tran-
sition and the underlying structural evolution. The results will be
compared with reported atomic structures and dynamics in widely
studied canonical GeS2 and GeSe2 glasses and liquids, thereby
unraveling the role of tellurium in germanium dichalcogenides.
This comparison enables us to follow the changes in both macro-
scopic properties and microscopic structure, going from the purely
semiconducting GeS2 to the metallic GeTe2 liquid, passing through
the stages of semiconducting and then metallic GeSe2. Special
attention will be given to the high internal pressure in dense metal-
lic GeTe2, providing an explanation for the structural and chemical
metastability of this compound in both glassy and liquid forms.

2. Results and Discussions

2.1. Semiconductor–Metal Transition and High Internal
Pressure in Molten GeTe2

The glassy PLD film of GeTe2 has the maximum glass transition
temperature, Tg = 478 K, in the system GexTe1�x (Figure 1a,b),

followed by intense exothermic crystallization. In contrast to the
vast majority of typical PCM, the glass transition is clearly visible
(inset in Figure 1a) and appears to be slightly higher than that for
bulk glassy GeTe2, possibly due to a higher quenching rate in the
PLD film. The overall shape of Tg xð Þ in the Ge–Te binaries
resembles that in their sulfide[10] and selenide counterparts
(Figure 1c,d). However, it should be noted that a wide range
of Tg values for amorphous GeTe exists, depending on the
differential scanning calorimetry (DSC) rate and preliminary
annealing procedures.[11,12]

The density of glassy GeTe2 (5.33 g cm�3) appears to be
markedly lower than the liquid density (≈5.6 g cm�3 at
850 K),[13] suggesting that a semiconductor–metal transition
occurs in the supercooled state (the hypothetical dashed
line in Figure 2a, consistent with the observed trends in
Ge–Te liquids[13]). The metallic conductivity of molten GeTe2
(≈3000 S cm�1)[14] confirms this conclusion, as shown in
Figure 2b.

In contrast, germanium disulfide remains semiconducting up
to the highest accessible temperature, while germanium disele-
nide starts to exhibit the beginning of a semiconductor-metal
transition above 1100 K. The density of molten GeSe2 decreases
above Tg, reveals a minimum at ≈1050 K, and finally increases at
higher temperatures (Figure 2a). Simultaneously, a semicon-
ducting liquid GeSe2 reveals a rapid transient conductivity
increase, reaching 200 S cm�1 above 1100 K (Figure 2b).[15,16]

The reported neutron diffraction measurements of
molten GeTe2,

[17–19] previous studies of bulk glassy germanium

Figure 1. Thermal properties of glassy germanium chalcogenides: a) a DSC trace of a GeTe2 PLD film, the inset shows the enlarged glass transition part;
b) glass transition temperatures for glassy GexTe1�x alloys (Ref. [7] and studies therein, our data are highlighted in red (bulk glasses) and blue (GeTe2
PLD); c) glass transition temperatures in the GexS1�x system,[10] the second glass transition Tgð2Þ in phase-separated glasses at x≲ 0.2 corresponds to a
sulfur-rich phase; and d) glass transition temperatures in the GexSe1�x system (this work). See the text for further details.
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ditelluride,[7] and the present HE-XRD results of PLD g-GeTe2
and liquid L-GeTe2 jointly illustrate a drastic structural evolution
from semiconducting-to-metallic forms. The X-Ray structure

factors SX Qð Þ over a wide temperature range are shown in
Figure 3a. The PLD sample reveals a nearly identical SX Qð Þ com-
pared to bulk glassy GeTe2 (Figure 3b), which exhibits a small

Figure 2. a) Density and b) conductivity of GeTe2 and GeSe2 over a wide temperature range. The insets represent structural motifs of glassy and metallic
GeTe2 (ref. [7] and this work) and glassy/liquid GeSe2.

[32,38–40] The density of liquid Ge0.3Te0.7 is taken from ref. [13]. Densities of semiconducting and
metallic liquids GeSe2 were reported in Refs. [15,52]. The conductivities of liquid GeTe2 and GeSe2 were taken from refs. [14–16]. The dashed lines
represent the expected behavior.

Figure 3. High-energy X-Ray diffraction data of glassy and liquid GeTe2 inQ-space: a) structure factors SX ðQÞ over a wide T range from room temperature
to 1223 K; b) SXðQÞ for bulk glassy GeTe2

[7] and PLD vitreous thin film (this work); c) interference function Q½SXðQÞ � 1� for L-GeTe2 at 873 K and its
FPMD replica simulated using a GGA/PBE0 hybrid functional.
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first sharp diffraction peak (FSDP) at Q0 ≈ 1.0 Å�1 and distinct
high-Q oscillations up to 30 Å�1. Above melting, the FSDP nearly
disappears, while the intense first- and second-principal peaks
(PP1 and PP2) at Q1 = 1.95 Å�1 and Q2 = 3.31 Å�1 broaden
and decrease in amplitude. The high-Q oscillations also exhibit
damping and a shift to lower scattering vectors, indicating an
increase in interatomic distances. In addition, the relative ampli-
tude of PP1 becomes more intense compared to PP2, a charac-
teristic feature typical of metallic alloys.[20–22] As expected, FPMD
in the general gradient approximation (GGA) with hybrid func-
tional PBE0[23,24] well reproduces both room-temperature and
high-temperature diffraction results, as shown in Figure 3c
for the metallic liquid.

The FSDP evolution with increasing temperature is coherent
with the semiconductor–metal transition and the transition to a
more dense metallic liquid above melting. Similar to diffraction
patterns observed in glasses and liquids under high
pressure,[25–27] the FSDP shifts to higher Q with a simultaneous
decrease in amplitude A0 (Figure 4). These changes are hardly
visible in the X-Ray data, as the dominant Te–Te contribution
to SX Qð Þ with a large Q-dependent weighing factor,
wX
Te�Te Qð Þ = 0.6209, does not exhibit any contribution to the

FSDP (see Figure S1, Supporting Information). In contrast,
the reported neutron data[17–19] are more sensitive to FSDP
changes, with wN

Te�Te=w
X
Te�Te Qð Þ = 0.55, resulting in a

pronounced FSDP (Figure 4). Some differences in the FSDP
parameters between neutron and X-Ray results are attributed
to the Ge–Ge and Ge–Te weightings (wN

Ge�Ge=w
X
Ge�Ge Qð Þ =

3.78 and wN
Ge�Te=w

X
Ge�Te Qð Þ = 1.45), as these two correlations

contribute to the FSDP (Figure S1, Supporting Information).

Summarizing, the FSDP evolution indicates the existence of
high internal pressure in metallic GeTe2 melts. Similar behavior
was observed in other PCM materials,[28–30] suggesting that this
phenomenon may be typical for semiconductor–metal transi-
tions and phase-change switching. In particular, it seems to
be related to a very unusual observation of nanotectonic compres-
sion, that is, a simultaneous cocrystallization of ambient and
high-pressure polymorphs on heating of glassy GaTe3.

[31] We
should also note a shift of the FSDP position to a higher Q
for liquid GeSe2 above 1000 K[32] occurring simultaneously with
a density increase and the onset of metallization (Figure 2).

2.2. Local Structure in Semiconducting and Metallic GeTe2

The disappearance of intermediate-range order, characteristic of
semiconducting g-GeTe2 and reflected by the FSDP upon heat-
ing above melting, is accompanied by dramatic changes in the
local Ge and Te environment, as deduced using correlation func-
tions in r-space. Figure 5 represents the total correlation func-
tions TX rð Þ over a wide range from room temperature to
1223 K, obtained by the usual Fourier transform of SX Qð Þ.
The PLD film shows nearly identical TX rð Þ to bulk glassy
GeTe2, and these are well reproduced by FPMD simulations with
the GGA/PBE0 hybrid functional (Figure 5c). The asymmetric
nearest-neighbor (NN) peak at 2.64 Å comprises three contribu-
tions: dominant Ge–Te correlations with a partial coordination
number NGe�Te = 3.40� 0.10, significant Te–Te homopolar
atomic pairs (NTe�Te = 0.61� 0.03), and weak Ge–Ge contacts
(NGe�Ge = 0.13�0.03), which are hardly visible in Figure 5b. A
broad asymmetric second-neighbor peak at 4.22 Å is composed

Figure 4. FSDP parameters in glassy and liquid GeTe2: a) X-Ray (this work) and b) neutron
[17] structure factors at 973 K and lowQ≤ 4 Å�1; the isolation of

the FSDP at Q0 ≈ 1 Å�1 is shown applying the Voigt function as the background beneath the FSDP; c) peak positions Q0ðTÞ and d) FSDP amplitudes
A0ðTÞ as a function of temperature for X-Ray (this work) and neutron[17–19] data.
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of the same correlations but the Te–Te second neighbors become
the most intense. The NN and second-neighbor correlations are
well separated, revealing a deep minimum at ≈3.1 Å.

The metallic liquids display broad and increasingly overlap-
ping peaks between 2 and 5 Å. The distant correlations at 6.2
and 7.7 Å, observed in g-GeTe2, have almost vanished, giving
way to a nearly flat and featureless background. The last finding
is consistent with the disappearance of intermediate-range order,
as reflected by the FSDP. In addition to these qualitative obser-
vations, we note remarkable quantitative differences. First, the
maximum of the NN peak shifts from 2.64 to 2.78 Å, indicating
significant variations in the local structure (see Figure 6). Glassy
GeTe2 exhibits a strongly asymmetric Ge–Te NN peak, attributed
to the shorter tetrahedral Ge4F–Te bond (2.60 Å) and longer tri-
gonal Ge3F–Te bond (2.77 Å) lengths (Figure 6a). The derived dif-
ference, Δr3F�4F = 0.17 Å, is typical for tetrahedral and trigonal
interatomic distances in GeS2/GeS (Δr = 0.22 Å) and GeSe2/
GeSe (Δr = 0.20 Å) crystalline compounds.[33–35] We note that
orthorhombic GeS and GeSe, as well as rhombohedral GeTe,
are characterized by a significant Peierls distortion. The trigonal
Ge coordination is associated with short Ge3F–X separations.
However, the derived Ge3F–Te distance is slightly smaller than
the short Ge–Te(S) bond length in rhombohedral GeTe
(2.827 Å).[36] Additional discussions on the local germanium
and tellurium environment can be found in the Supporting
Information, including Figure S2, Supporting Information.

The NN feature of the Ge–Te partial function TGe�Te rð Þ in
metallic liquid GeTe2 follows the entire NN peak, becoming
broad, shifting to higher r, and overlapping with the second
neighbors (Figure 6b). The asymmetric NN feature also

comprises two equally populated contributions: shorter
Ge–Te(S) at 2.78 Å and longer Ge–Te(L) at 3.12 Å. These two
Ge–Te correlations are also slightly smaller (by ≈0.05 Å)
than the short/long Peierls pair in rhombohedral GeTe. The
shift to higher distances compared to glassy GeTe2 is typically
associated with an increasing coordination number in metallic
liquid. Gaussian fitting of TGe�Te rð Þ or simple integration
is consistent with this assumption: NGe�Te Sð Þ ≈NGe�Te Lð Þ,
and 4.2(2)≤NGe�Te Sð Þ þNGe�Te Lð Þ ≤ 4.5(2) versus NGe4F�Te ≈
NGe3F�Te, and 3.4(1)≤NGe4F�Te þNGe3F�Te ≤ 3.5(1). In addition,
a remarkable increase in homopolar bonds is observed above
melting: NGe�Ge = 0.80�0.05 and NTe�Te = 1.14�0.10, resulting
in enhanced Ge and Te local coordination (see Figure 6d).

The experimental diffraction results and FPMD simulations
indicate partial disproportionation in germanium ditelluride,
GeTe2⇌GeTeþ Te, in the glassy/amorphous state. This
reaction is complete above melting, consistent with the phase
diagram.[37] The metallic liquid appears to be denser than rhom-
bohedral GeTe, as evidenced by slightly smaller Ge–Te NN cor-
relations and remarkably shorter Ge–Te second neighbors
(≈4.08 Å in the liquid, Figure 6b, compared to 5.07 Å in the crys-
tal[36]). However, the overall germanium coordination is reduced
in metallic GeTe2 in comparison with the distorted octahedral
germanium environment in crystalline GeTe. The typical struc-
tural motifs of semiconducting and metallic GeTe2 are illustrated
in the insets of Figure 2.

It is worth mentioning that tetrahedral germanium coordina-
tion remains intact in molten GeS2 and GeSe2.

[18,32,38–40] While
there is no surprise for semiconducting germanium disulfide,
the onset of metallization above 1100 K in liquid GeSe2 allows

Figure 5. X-Ray diffraction data of glassy and liquid GeTe2 in r-space: a) total correlation functions TXðrÞ over a wide T-range; b) experimental TX ðrÞ for a
glassy PLD film GeTe2 and X-Ray weighted FPMD partials (Ge–Ge, Ge–Te, and Te–Te highlighted in green, mustard and gray, respectively);
c) experimental and FPMD-derived pair-distribution functions gX ðrÞ for a g-GeTe2 PLD film.
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for a possible structural transformation. However, it appears that
this structural change may occur at a higher temperature, coin-
ciding with the upcoming density maximum. At lower temper-
atures, both experimental and FPMD results reveal only the
presence of enhanced chemical disorder, characterized by an
increase in Ge–Ge and Se–Se homopolar bonds, as partly shown
in the inset in Figure 2.

The presence of high internal pressure in metallic liquid
GeTe2 may be the cause of the structural and chemical metasta-
bility of germanium ditelluride. If this assumption holds true,
one would expect a disproportionation reaction under high tem-
perature and pressure for both GeSe2 and GeS2. Further experi-
ments and/or FPMD simulations could be useful to either
confirm or disapprove this hypothesis.

2.3. Viscosity of Germanium Dichalcogenides

The viscosity η Tð Þ of the vast majority of molten chalcogenides
can be approximated by a few well-known models as the
Vogel–Tammann–Fulcher approximation[41] or the Mauro–
Yue–Ellison–Gupta–Allan (MYEGA) relationship.[42]

log η Tð Þ ¼ log η0 þ log η Tg
� �� log η0

� �Tg

T

exp
m

log η Tg
� �� log η0

 !
Tg

T
� 1

� �" # (1)

where m is the fragility index, m ¼ ∂ log η= ∂ Tg=T
� �� �

T¼Tg
, η0

and η Tg
� �

= 1012 Pa·s are the viscosity values at T ¼ ∞ and

the glass transition temperature Tg, respectively. The fragility
index m varies from m= 16–17 for strong liquids as SiO2 or
GeO2, revealing a nearly Arrhenius behavior, to m> 100 for
strongly fragile fluids as organic solvents.[43,44] Phase-change
tellurides are typically fragile liquids with m> 50.[45–47]

Additionally, for some PCMs such as Ge3Sb6Te5, a well-
documented fragile-to-strong transition has been observed,
spanning over 16 orders of magnitude in viscosity.[48]

Molten germanium dichalcogenides (GeS2, GeSe2, and
GeTe2) exhibit a very systematic viscosity trend, wherein viscosity
η Tð Þ decreases, and the fragility index m increases with the chal-
cogen atomic number (Figure 7). The viscosity of GeSe2

[49–51]

does not follow a single MYEGA equation. Instead, it can
described as exhibiting both high-temperature “metallic” viscos-
ity with enhanced fragility (m= 90) and a semiconducting viscos-
ity with lower m= 69. The nonmonotonic transition between
these two states corresponds to a semiconductor–metal transi-
tion, evidenced by a density increase[15,52] and high conductivity
(σ> 100 S cm�1) observed above 1100 K.[15,16] Similar behavior
might be detected for the supercooled hypothetical semiconduct-
ing GeTe2, but this viscosity range is inaccessible both
experimentally and using FPMD simulations. We also cannot
exclude the possibility of a fragile-to-strong transition.

3. Conclusions

The unusual phase-change telluride GeTe2, promising for
reconfigurable THz metasurfaces and controlled crystallization,
producing functional 2D nanomaterials, was studied as a glassy

Figure 6. Structural evolution of semiconducting g-GeTe2 and its metallic liquid above melting: fitting of FPMD-derived TGe�TeðrÞ partials at a) 300 K and
b) 1000 K; c) experimental NN peak position, and d) local Ge and Te coordination as a function of temperature.
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semiconducting PLD film and metallic high-temperature liquids
using high-energy X-Ray diffraction and first-principles simula-
tions. The results confirmed the partial disproportionation of
glassy GeTe2 into GeTe and Te, resulting in mixed tetrahedral/
trigonal germanium local coordination and Te–Te homopolar
bonds. The disproportionation reaction is complete in metallic liq-
uid GeTe2, yielding equally populated short Ge–Te(S) and long
Ge–Te(L) interatomic distances, along with significant chemical
disorder, characterized by Ge–Ge and Te–Te NN contacts. The
germanium local structure in metallic liquid resembles that
in rhombohedral GeTe but with lower Ge coordination,
5.0≤NGe�TeNGe�Ge≤þ 5.3, and denser packing, as reflected
by shorter NN and second-neighbor distances. The high internal
pressure in dense metallic liquid, also illustrated by characteristic
changes in the FSDP, seems to be the origin of the structural and
chemical metastability of the GeTe2 compound. Similar processes
might be operational in archetypical tetrahedral GeS2 and GeSe2
under high pressure and temperature.

4. Experimental Section and Computational
Details

A crystalline GeTe2 sample for high-temperature diffraction measure-
ments was synthesized using high-purity elements Ge (99.999%,

Neyco) and Te (99.999%, Cerac) in an evacuated silica tube at ≈1220 K
in a rocking furnace. Subsequently, a small quantity of the synthesized
sample was placed into a silica tube (2mm ID, 3mm OD), evacuated,
and sealed. The germanium ditelluride target for PLD was prepared in
a flat bottom evacuated silica tube of 25 mm ID. Further details of the
target preparation can be found elsewhere.[53] GeTe2 thin films (≈1 μm)
were deposited at room temperature by PLD onto glass substrates using
a Neocera PLD system equipped with a 248 nm KrF excimer laser
(Coherent Compex 102 F).

The removed pieces of the PLD film were placed into a silica capillary
for HE-XRD measurements. The room-temperature experiments were
conducted at the 6-ID-D beamline of the Advanced Photon Source
(Argonne National Laboratory, Chicago), utilizing a photon energy of
99.9593 keV. A 2D setup with a Varex area detector was employed for data
collection. The 2D diffraction patterns were processed using the Fit2D
software.[54] The analysis involved subtracting the measured background
intensity of the empty silica capillary. Additionally, corrections were
applied for the different detector geometries and efficiencies, sample
self-attenuation, and Compton scattering using standard procedures.[55]

A dedicated two-axis diffractometer at the BL04B2 beamline of the
SPring-8 facility (Hyogo Prefecture, Japan) was employed for high-
temperature HE-XRD measurements. The diffractometer was equipped
with four CdTe detectors at low angles and three Ge diodes at high
diffraction angles.[56] The measurements were conducted over the temper-
ature range from 873 to 1223 K in a furnace. An incident X-Ray energy of
112.6386 keV was used, providing a high signal-to-noise ratio and suffi-
cient energy resolution to discriminate both fluorescence from the sample
and higher harmonic reflections from the monochromator crystal. The
empty silica tube at different temperatures was also measured and
used for background intensity subtraction. Further data analysis included
absorption, Compton scattering, and polarization corrections following
standard procedures.[57] The resulting total X-Ray structure factor
SX Qð Þ was then derived.

SX Qð Þ ¼ wGeGe Qð ÞSGeGe Qð Þ þ wGeTe Qð ÞSGeTe Qð Þ þ wTeTe Qð ÞSTeTe Qð Þ
(2)

where wij Qð Þ represent the Q-dependent weighing coefficients, and Sij Qð Þ
are the Faber–Ziman partial structure factors. The Fourier transform of
SX Qð Þ yielded the pair-distribution function gX rð Þ.

gX rð Þ ¼ 1þ 1
2π2ρ0r

Z
Qmax

0
Q SX Qð Þ � 1½ � sin Qrð ÞM Qð ÞdQ (3)

where ρ0 is the number density, M Qð Þ is the Lorch window function, and
Qmax = 25 Å�1.

Born–Oppenheimer molecular dynamics, implemented within the
CP2K package,[58] was applied to explore the short- and intermediate-range
structure as well as atomic dynamics in amorphous and liquid GeTe2. The
GGA and the PBE0[23,24] hybrid exchange-correlation functional, aug-
mented by Grimme dispersion corrections D3BJ,[59] were used. The initial
atomic configuration was generated using Reverse Monte Carlo model-
ing.[60] The cubic simulation box, containing 450 atoms (150 Ge and
300 Te), was sized to match the experimental density. Subsequent optimi-
zation was conducted using density functional theory, employing the
molecularly optimized correlation-consistent polarized triple-zeta valence
basis set and norm-conserving relativistic Goedecker–Teter–Hutter-type
pseudopotentials.[61] FPMD simulations were carried out using a canoni-
cal NVT ensemble with a Nosé–Hoover[62,63] thermostat. The simulation
boxes underwent heating and cooling cycles from 300 to 1300 K using
100 K steps for the duration of 15–50 ps each. The connectivity, ring
statistics, and bond angle distributions were analyzed using the R. I. N.
G. S. package[64] and a modified connectivity program.[65] Further
simulation details can be found elsewhere.[7,31,53]

Figure 7. Viscosity of GeS2 (blue),[51,66] semiconducting and metallic
GeSe2 (different shades of green),[49–51] and experimental[14] and
FPMD-derived[7] GeTe2 (violet and magenta, respectively). The respective
MYEGA[42] relationships are shown by color-coded solid, dotted,
dash–dotted, and dash–dot–dotted lines, together with fragility indicesm.
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